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3.3% Cu, 0.27 g/t Au, 14 g/t Ag, 0.03% Co* Emerald
* 1.3% Zn, 0.6% Pb V Geological Services
S ASTON 9 BAY
w
23% Cu, 58 g/t Ag, 0.55% Co /DL-95-1: 1.0% Cu, 0.32% Co, 0.11% Ni/ 1.0 m
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* @
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% &
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3.2% Cu, 26.6 g/t Ag %
®  0.66gtA 5.1% Cu
‘Bx 1.85% Zn, 0.6% Pb
‘5* 10. 1% Zn, 2.2% Pb K
o
1.45% Pb, 0.51% Zn é3-7% Cu, 2.08 g/t Au
¢
. 2.5% Cu*
1.4% Cu %
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* 2025 New Showings ) 9.9% Cu, 1.9% Pb]} 3.5 g/tAu, 431 g/tAg
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